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Applicant：                    KENZHEN PLASTICS CO.,LTD 

The following sample(s) was/were submitted and identified on behalf of the client as： 

Sample Name：                WIRING DUCT 
 
 
 
 

Sample Received Date：        2010.03.29 
Test Period：                  2010.03.29 - 2010.03.31 
 
 

 
Test Method：                  With reference to EN 14582：2007 method,  

F, Br, I Analysis is performed by IC 
   
 
Test Result：                   Please refer to next page 
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Test Result (Unit：mg/kg) 

Test Item Test Result  

F Not Detected(＜50) 

Br Not Detected(＜50) 

I Not Detected(＜50) 

Note： mg/kg = ppm 

Photo： 

 

Pony authenticate the photo on original report only 
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